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Agenda

zp150 Product Review

- Features

- Beta test feedback

Launch Details

FAQ

Live Q&A
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zp150 ïThe New Standard

zp150 is the Best Powder System Available 

on Z Corporation 3D printers. 

Best Appearance

Highest Strength

Easiest to Use

Great Versatility
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zp150 ïBest Appearance

ÅWhitest base powder

ÅBest color performance

ÅNew óHD Colorô 
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zp150 ïBest Appearance

ÅWhitest base powder

ÅBest color performance

ÅNew óHD Colorô 

zp130 zp131 zp150

90% Whiter

300% Whiter

all parts finished with Z-Bond

per CIE Whiteness Index
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zp150 ïBest Appearance

ÅWhitest base powder

ÅBest color performance

ÅNew óHD Colorô 

zp150

zp131

Å zp150 gamut is bigger than 
and totally encompasses the 
zp131 gamut.

Å Significant improvements in 
white, black and high-chroma
colors.

Å zp150 gamut is 390,883 
cubic CIE units in size.

Å zp131 gamut is 173,329 
cubic CIE units.

125% LARGER GAMUT

Based on ZPrinter 650 
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zp150 ïBest Appearance

ÅWhitest base powder

ÅBest color performance

ÅNew óHD Colorô 

SWOP 

Specifications for Web 
Offset Publications

Default CMYK color 
space for all Adobe 
applications including 
Photoshop

90% of all colors
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zp150 ïBest Appearance

ÅWhitest base powder

ÅBest color performance

ÅNew óHD Colorô 

ÅMuch improved approach to color óditheringô in ZPrint

ÅNow standard on ZPrinter 650 for zp150

Dithering Illustration 

Red and blue are the only colors used, but as the 
pixels become smaller, the patch appears violet.

2-3x the Dither Resolution

http://upload.wikimedia.org/wikipedia/commons/6/6d/Dithering_example_red_blue.png
http://upload.wikimedia.org/wikipedia/commons/6/6d/Dithering_example_red_blue.png
http://upload.wikimedia.org/wikipedia/commons/6/6d/Dithering_example_red_blue.png
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zp150 ïBest Appearance

ÅWhitest base powder

ÅBest color performance

ÅNew óHD Colorô 

No color Several shades 
of gray

óchoppyô 
transition

Smooth 
transition

More colors are created
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zp150 ïBest Appearance

Visible dots 
from dither 

pattern

Fuzzy 
details

No visible 
dots -

smooth

Crisp 
details
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